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DISCUSSION:

It is believed that Specimen 551-2 failed in
the following manner:

At high loads a definite "roOkinG" miotion of the
spllie rivets permitted the skin to slip. This
condition, while relieving the skin, allowed an
increasing amount of the load to pass to the stringer.
Ultimate failure, however, was caused by a complete
transfer of load to the stringer, following a shear
failure of the splice rivets*

Specimen 551-3 was able to accept a greater
load than Specimen 551-2 because of the increased
number of monel rivets at the splice. By replacing
twelWe (12) of the 1/4 in. diameter 17ST rivets
with 1/4 in. diiuueter monel rivets, the slipping
effect of the skin was retarded, thus enablinj the
skin to carry more load than it did in Specimen 551-2.
in this8 S' OUIMnrn, 1#..r& o- tha skn wa a -amnpai-c

(followed7 by the tension failure of the skin, the
monel rivets hclding though severely deformed.

Specimen 551-1, which was similar in construction
to Specimens 551-2 and 551-3, failed in a rmariner
similar to Specimen 551-3. in this Specimen, 1/4 in.
monel rivets were used almost exclusively. iocking
action and deformation of the skin splice rivets was
also noted in this Specimen, although it was not as
prominent as it was in Specimens 551-2 and 551-3.

FEcdentric loading of the skin and doublers at
the splice was noted in Specimens 551-1, 551-2 sný
551-3. Strain gages #1, 4 an'i 7 on doublers read
compression during the entire loading. (See
Photographs No. 1.14364, Paý.e 17, and Wio, 1.14246, Page
22,)

Bending action. was also notedl in the stringers
of all specimens, as can be seen by comparinr; the
stresses at the extreme fibres an,' legs of the Zee
sections (See Curves, Pages 11 to 16, I nclusive).
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Seventeen stpain gages were located at different
Points (Be* Sketch Page 8 ) on Specimens 551-1,
651*9 and 551.s, strain gage readings were taken
at a number of joad increments up to 1200% design
load, after which the specimens were loaded to failure*

Strain gage readings were also taken for the
twelve, gages on Specimens 551-4 and 551-5 (See Sketch,
PagelO ) for a number of load increments up to 10Y%
design loads After reaching 100% design load, holes
were drilled in a line across the Specimen's skin
so a& to simulate getual conditions on the wing where
the ribs framed into the skins The Specimens were
then loaded to failure.

Design load was ealeulated on the basis of
50v000 psi over the minimum gross crose-sectional
area of the Specimen.

All Speaimens tested were satiafactiry.

r Inasmuch as Specimen 551-2 failed after holding
.i00% design load for only two minutes, it was found
necessary to replace some of the 1/4 in. hianeter
17ST rivets with 1/4 in. diameter monael rivets in
the splice of Specimen 55•.3 so as to reduce the

..rocking effect of the rivets and the slippage of
the skin, Specimen 551-3 was warranted in preference
to Specimen 551.-2 because it failed at 112% design
load#
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PIHOTOGRAPH NO1 114257

HE'AR VIEW OF FAILUI{L OF SKIN bPLICE (SPI",CIMN 551-3)
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FR~ONT VILEW OF, -101.1fG1hR SPLICE, (SilCmIVEN b5$-4)
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